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S U P P L E M E N T A L   S P E C I F I C A T I O N 

AMENDMENT TO SECTION 300 -- BASE COURSES 

AMENDMENT TO SECTION 304– AGGREGATE BASE COURSE 

Amend Table 1 to say: 

Table 1 -- Base Course Materials  

Required Gradation 

Item No. 304.1 304.2 304.3 304.33 304.4 304.5 304.6 

Item Sand Gravel Crushed 
Gravel 

Crushed 
Aggregate

For 
Shoulders 

Crushed 
Stone 
(Fine) 

Crushed 
Stone 

(Coarse) 

Crushed 
Stone 
(Very 

Coarse) 

Sieve Size Percent Passing By Weight 

6 in. (150 mm) 100 100 --- --- --- --- 100 

5 in   (125 mm) --- --- --- --- --- --- --- 

4 in  (100 mm) --- --- --- --- --- --- --- 

3 ½ in. (90 mm) --- --- --- --- --- 100 --- 

3 in. (75 mm) --- --- 100 --- --- 85 – 100 60-90 

2 ½ in. (63.5 mm) --- --- --- --- --- --- --- 

2 in. (50 mm) --- --- 95 – 100 --- 100 --- --- 

1 ½ in. (37.5 mm) --- --- --- 100 85 – 100 60 – 90 45-75 

1 in  (25.0 mm) --- --- 55 – 85 90 – 100 --- --- --- 

¾ in. (19.0 mm) --- --- --- --- 45 – 75 40 – 70 35-65 

#4 (4.75 mm) 70 – 100 25 – 70 27 – 52 30 – 65 10 – 45 15 – 40 15-40 

# 200 (0.075 mm) 
(In Sand Portion)* 

0 – 12 0 – 12 0 – 12 --- --- --- --- 

# 200 (0.075 mm) 
(In Total Sample) 

--- --- --- 0 – 10 0 – 5 0 – 5 0-5 

 * Fraction passing the # 4 (4.75 mm) sieve 
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