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S U P P L E M E N T A L   S P E C I F I C A T I O N 
 

AMENDMENT TO SECTION 401 – PLANT MIX PAVEMENTS - GENERAL  
 

The purpose of this Supplemental Specification  
is to establish the maximum lot size. 

 

Amend 3.17.2.2 to read: 

 
3.17.2.2 Lot Size.  For purposes of evaluating all acceptance test properties a lot 

shall consist of the total quantity represented by each item listed under the lot size 
heading in the table above, up to 15,000 tons.  For Items with quantities in excess of 
15,000 tons, lot sizes will be determined at the pre-placement meeting.  Each lot will be 
broken down into at least 3 sublots. 

 
The Contractor may request a change in the job mix formula.  If the request is 

approved, all of the material produced prior to the change will be evaluated on the basis 
of available tests and a new lot will begin.  Three sublots must be sampled and tested 
before a new lot may begin. 

 
 


