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S U P P L E M E N T A L   S P E C I F I C A T I O N

AMENDMENT TO SECTION 401 – PLANT MIX PAVEMENTS - GENERAL 

The purpose of this Supplemental is to address the suspension of AASHTO M 332 (MSCR) binder testing, and to improve the general clarity of this section.
Replace 2.11 with the following:

2.11
Asphalt Modifiers.  General.  The generic type of each asphalt binder admixture, modifier and/or additive shall be identified on the certificate of analysis, which will be furnished by the manufacturer for each load of asphalt delivered.  Modifiers shall be pre-blended with the asphalt binder.

2.11.1
Asphalt binder modification to produce high-strength mix shall utilize either a styrene-butadiene or styrene-butadiene-styrene polymer to achieve the specified performance grade of asphalt.  The Section 401 contract Special Provision specifying the asphalt binder grade shall also identify the AASHTO test method by which the binder grade shall be determined.  The modified binder shall be pre-blended, storage-stable and homogeneous.
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