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SUPPLEMENTAL SPECIFICATIONS 
 

 
 
05/16/08 

AMENDMENT TO SECTION 537 – CONCRETE SEALER 

Delete Section 537 

 
 

 
03/13/07 

AMENDMENT TO SECTION 544 -- REINFORCING STEEL 
 
Amend to 3.2.1.2 to read: 
 

2.1.2 Rail-steel bars shall conform to AASHTO M 322M/M 322. 

 
 
 

10/18/06 
 

AMENDMENT TO SECTION 550 -- STRUCTURAL STEEL 
 
Add to 3.11.6: 
 

3.11.6.1.4 All fasteners shall be lubricated immediately prior to or during installation using an 
approved paraffin-based stick wax, as listed on the NHDOT Qualified Products List, applied to the 
bolt threads and to the nut face in contact with the washer.  When the bolt head is the turned element 
apply the stick wax to the washer face in contact with the bolt head and to the bolt threads. 
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